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] MILL TEST CERTIFICATE GRDIS EE1: Bosgla Play ‘GReal
FE2HS/0rder No. 4800589995
=S /PO No. A X XA S /Load Order No NB202406040278
% /Commodity D olgsd D24 A Supplier ERMA(F) XM 2A = H M S /Certificate No : NB3-2-240604-223-001
M & 2 /Specification : KS D 3504:2021 SD500 / GR D 00 £ @It/ Customer : S=HZ(F) oI HMH2AA ghsh ol Tt/ Date of issue 1 2024-06-04
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010 16 941 120313 564 670 1.19 9 16.3 G 24 12 56 21 11 EAF Ol&g S
8000mm  3.360 _ . |
D10 11 941 120313, 572 667 1.17 9 15.6 G 24 12 56 21 11 EAF olaels
8000mm 2.310 i i |
D10 1 941, 120315 579 652 1.13 9 16.8 G L 24 13 54 17 14 EAF olatgl s
8000mm 210 ! i
<Grand Total> 28 26,348
5,880

* Tensile Test o:mozo:#o:@:cnia
* Bend Test Direction-Longitudinal * Bend Test : G-Good
* Chemical Composition Unit : 2-x100. 3-x1000. 4-x10000

Iwe hereby om:_“? that the Sm.nmzm_ herein has been made and tested in accordance with above
specification and also with the requirements called for by the above order. * Inspection
documents @ According to EN 10204 Type 3.1.

* GL(Gauge Length, mm) :
7-5d. 8-4d, 9-8d

1-200, 2-100, 3-80. 4-70, 5-50, 6-5.65VA.,

§\

Chief of Quality Control Team

incheon Warks, 15. ,E:@cmmoiawmﬁo. Dong-gu. Incheon. mmccgm o.ﬁ.xoqmm\.@om:? Control Team. TEL. 02-317-1114

Page : 1/1



